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Chemical Composition 325N 425N 42.5R 42.5 SR5 . B25N C3S > 60

Standerd Results Standerd | Results | Standerd Results | Standerd Results | Standerd | Results | Standerd Results
Sio2 23.01% 22.02% 21.67% 22.38% 21.48% 21.20%
Al203 5.23% 5.30% 5.40% 4.78% 5.36% 5.32%
Fe203 4.23% 3.84% 3.78% 5.11% 3.74% 3.95%
Cao 63.27% 64.48% 63.98% 65.09% 65.69% 65.98%
Mgo 0.96% 1.16% Max 5.0 1.13% Max 5.0 1.05% 1.14% 1.16%
SO3 0.82% 0.75% 0.75% 0.71% 0.86% 0.61%
K20 0.45% 0.52% 0.20% 0.16% 0.25% 0.19%
Na20 0.17% 0.29% 0.49% 0.53% 0.51% 0.45%
CL <0.10 0.010% <0.10 0.011% <0.10 0.010% <0.10 0.01% <0.10 0.015% <0.10 0.010%
Loss in Ingition 0.24% 0.20% 0.62% 0.63% 0.20% 0.30%
C3S 35.20% 49.03% 48.50% 49.80% 57.06% 64.05%
C2s 40.10% 26.43% 25.80% 26.90% 18.76% 12.47%
C3A 6.73% 7.52% 7.90% 4.00% 7.88% 7.43%
C4AF 12.85% 11.68% 11.50% 15.50% 11.38% 12.02%
Free Lime 1.09% 0.43% 0.72% 0.87% 0.57% 0.65%

Cr+6 <20 1.78 ppm <2.0 1.95 ppm <20 1.84 ppm <20 1.89 ppm <20 1.90 ppm <20 1.82 ppm | |=

According to Egyptian standerds norm 4756 - 1/ 2013 an technically comply with BS EN 197 - 1/ 2011 m
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