
ALPHA STONE
for grinding & packing

calcium carbonate
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Sculpture,
etc.

Flexural Strength (MPa)
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Plaster to llVater Ratio (by weight) 1.25:1

s0%Waier to plaster ratio ( by weighti

Chemical Composition > 95 % CaSOa.rraHaO

Vicat Ring Fluidity (cm)

lnitial setting time (minutes)

Final setting time {minutes)
near Expansion {% " 8.2

Brinell Hardness {MPa}

Dry eampressive strength (Mpai "12-15


